921 1200-OMV

3405 Fab Shop EPA FORMR 92
T304 $1.06 1.03% 39,161 7,441 3,525 392 18 12 3,916 23,859
T304H $1.06 0.00% 0 0 0 0 0 0 0
T304L $1.12 54.76%| 1,968,805 374,073 177,192 19,688 886 531 196,881 1,199,495
1316 $1.33 8.38% 253,586 43,10 30,430 2,536 114 76 25,359 6,340 145,622
T316 (.04 MIN CARBON ) $1.33 0.00% 0 0 0 0 0 0 0 0
T316L . $1.33 22.54% 682,415 116,011 13,821 6,824 307 205 68,241 17,060 459,845
T316L (2.75% MOLY) $1.66 5.93% 143,958 24,473 2,937 1,440 65 43 14,396 3,959 96,646
T317L $1.66 2.30% 55,826 10,607 7,816 558 25 17 5,583 1,954 29,267
T309 $2.60 0.00% 0 0 0 0 0 0 0
73108 $3.20 1.39% 17,460 4,365 2,444 175 8 5 1,746 8,717
T321 $2.19 0.00% 0 0 0 0 0 0 0
T347 $2.34 0.00% 0 0 0 0 0 0 0
HAST 276 $10.00 1.75% 7,061 1,412 4,095 7 3 0 706 774
ALLOY 20 $7.00 0.00% 0 0 0 0 0 0 0 0
OTHER HAST $12.00 0.00% 0 0 0 0 0 0 0
A20CB3 $7.00 0.47% 2,711 542 976 95 27 1 0 271 799
904L $4.50 0.25% 2,208 508 574 11 22 1 0 221 871
INCO 600 $7.50 0.00% 0 h 0 0 0 0 0 0
INCO 625 $9.50 0.00% 0 0 0 0 0 0
[INCO 800 $5.00 0.00% 5.5, 0 0 0 0 0 0
INCO 825 $6.00 0.00% 0 0 0 0 0 0
NICKEL 200 $10.50 0.00% : 0 0 0 0 0 0
90-10 CUNI $2.50 1.09% 17, . 88 176 8 0 1,762 256
70-30 CUNI $3.50 0.05% . 3, (p 03 7 757 i 6 0 0 59 9
TITANIUM $10.00 0.00% L0 0 0 0 0 0
6061 ALUM $1.66 0.00%, L0 0 0 0 0 0
5086 ALUM $1.25 0.00% Lo 0 0 0 0 0
OTHER ALUM $1.25 0.00% L0 0 0 0 0 0
EVERDUR 655 $3.74 0.00% ! Yl 0 0 0 0 0 0 0
Tantalum $20.00 0.05% 103] 15| 74 i 1 0 0 10 )
Totals 100.00% - 3,191,508 585,289 257,098 198 . 31918., 1,436 948 319,151 29,313
Total Pounds  TChromium Nickel Copper... |Manganese Shicon— - Melybdentm

Grand Totals 2,638,380 - 1,773,968 6,162 | > 253,148 1484,133 191,901 6,358,451
Maximum Amount (2 months supply} 2,473,539 439,730 285,661 1,027 42,191 1,113 680 247,356 31983 1,059,742
Area Affected by All Processing Methods (Approximate 1/16" strip) 20,080 3,012 14,457 100 6 1 2,008 552.19 1,966,161
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3405 Fab Shop EPA FORM R 92

T304 $1.06 1.03% 39,161 7,441 3,525 3% 18 12 3,916 23,859
T304H 1.06 0.00% 0 0 0 0 0 0 0
T304L $1.12 54.76%! - 1,968,805 374,073 177,192 19,688 836 591 196,881 1,193,485
T316 $1.33 8.38% 253,586 43,110 30,430 2,536 114 76 25,359 6,340 145,622
T316 {04 MIN CARBON ) $1.33 0.00% 0 0 0 0 0 0 0 0
T316L $1.33 22.54%, 682,415 116,011 13,821 6,824 307, 205 68,241 17,060 459,845
T316L (2.75% MOLY} $1.66 5.93%] 143,958 24473 2,937 1,440 65 43 14,396 3,959 96,646
T317L $1.66 2.30% 55,826 10,607 7,816 558 25 17 5,583 1,954 20,267
T309 $2.60 0.00% 0 0 0 0 0 0 0
13108 $3.20 1.39% 17,460, 4,365 2444 175 8 5 1,746 8,717
1321 $2.19 0.00% 0 0 0 0 0 0 0
T347 $2.34 0.00% 0 0 0 0 0 0 0
HAST 276 $10.00 1.75% 7,061 1,412 4,095 pAl 3 0 706 774
ALLOY 20 $7.00 0.00% 0 0 0 0 0 0 0 0
OTHER HAST $12.00 0.00%] 0 0 0 0 0 0 0 0
A20CB3 $7.00 0.47% 2,711 542 976 95 27 1 0 2N 799
904L $4.50 0.25% 2,208 508 574 11 2 1 0 221 8N
INCO 600 i $7.50 0.00% 0 0 0 0 0 0 0
INCO 625 $9.50 0.00% 0 0 0 0 0 0 0 0
INCO 800 $5.00 0.00% 0 0 0 0 0 0 0 0
INCO 825 $6.00 0.00% 0 0 0 0 0 0 0 0
NICKEL 200 $10.50 0.00% 0 0 0 0 Q 0 0 0
90-10 CUNI $2.50 1.08% 17,621 2,643 12,687, 88 176 8 0 1,762 256
70-30 CUNI $3.50 0.05% 592 89 426 3 6 0 0 59 9
TITANIUM $10.00 0.00% 0 0 0 0 0 0 0 0
6061 ALUM 51.66 0.00% 0 0 0 0 0 0 0 0
5086 ALUM 51.25 0.00% 0 0 0 0 0 0 0 0
OTHER ALUM $1.25 0.00% 0 0 0 0 0 0 0 0
EVERDUR 655 $3.74 0.00% 0 0 0 0 0 0 0 0
Tantalum $20.00 0.05% 108 15 74 1 1 0 0 10 1

L211200-OMY

Totals 100.00% - 3,191,508 585,289 257,008 198 319
‘ Total Pounds JChromium Nickel Copper.... |Manganese
Grand Totals 14,841,234/ | 2,638,380 6,162 | > 253,148

319,151 29,313
Sl
1,484,133 191,901 = 6,368,451

1,773,966

Maximum Amount (2 months supply) 2,473,539 439,730 295,661 1,027 42,191 247,356 31,983 - 1,059,742
Area Affected by All Processing Methods (Approximate 1/16" strip) 20,080 3,012 14,457 100 201 6 \ 1 2,008 552,19 1,966,161
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8¢ 1200-OMV

EPA FORM R 82

71.73% Shop
31.67% Fabrication
4.74% SPS
3200 Shop Ave Cost Total Pounds  Chromium Nickel Copper  Manganese Phosphorus  Sulfur Silicon  Molybdenum Iron + Trace
Ta04 $1.06 10.33%| 1,634,634 310,580 147,117 32,693 736 490 163,463 979,555
T304H $1.06 0.31% 48,483 9,212 4,363 970 22 15 4,848 28,053
T304L $1.12 16.21%| 2,428,663 461446 218,580 48,573 1,093 729 242,866 1,455,377
T316 $1.33 7.30% 920,438 156,475 110,453 18,408 414 276 92,044 23,011 519,357
T316 (.04 MIN CARBON ) $1.33 0.22% 28,229 4,799 576 565 13 8 2,823 706 18,740
T316L $1.33 37.31%| 4,706,206 800,055 96,007 94,124 2,118 1412 470,621 117,655 3,124,215
T316L (2.75% MOLY) 51.66 0.68% 68,965 11,724 1,407 1,379 31 21 6,896 1,897 45,610
T37L 51.66 5.46% 551,990 104,878 77,279 11,040 248 166 55,199 19,320 283,861
T30S $2.60 0.00% 0 0 0 0 0 0 0 0
T310S $3.20 0.00% 194 48 27 4 0 0 29 85
T321 $2.19 0.65% 50,061 9,512 5,507 1,001 23 15 5,006 28,998
1347 $2.34 0.07% 4,704 847 517 94 2 1 470 2,772,
HAST 276 $10.00 0.04% 714 143 414 7 0 0 4! 78
ALLOY 20 $7.00 0.00% 34 7 13 0 0 0 3 11
OTHER HAST $12.00 0.00% 19 4 11 0 0 0 2 2
A20CB3 $7.00 0.10% 2513 503 905 88 50 1 0 251 715
904L $4.50 0.76% 28474 6,549 7,403 569 13 0 2,847 11,092
INCO 600 $7.50 0.28% 6,208, 931 4,468 3 62 3 0 621 90
INCO 625 $9.50 1.50% 26,495 3,974 19,077 132 265 12 0 2,650 386
INCO 800 $5.00 0.09% 3,029 454 2,181 15 30 1 0 303 44
INCO 825 $6.00 0.06% 1,749 262 1,259 9 17 1 0 175 25
NICKEL 200 $10.50 0.00% 0 0 0 0 0 0 0 0 0
90-10 CUNI $2.50 12.80% 858,763 128,814 618,309 4,204 8,588 386 0 85,876 12,495
70-30 CUNI $3.50 5.72% 274,300 41,145 197,496 1,371 2,743 123 0 27,430 3,991
TITANIUM $10.00 0.03% 464 70 334 2 5 0 0 46 7
6061 ALUM $1.66 0.03% 2934 440 2,112 15 29 i 0 293 43
5086 ALUM $1.25 0.00% 0 0 0 0 0 0 0 0 0
OTHER ALUM 31.25 0.00% 443 66 319 2 4 0 0 44 6
EVERDUR 655 $3.74 0.02% 1,020 153 735 5 10 0 0 102 15
Tolais 100.00% 11,649,726 2,053,092 1,516,868 5,965 221,233 5,242 3133 1,164,982 162,588
- 6,516,622



